14

03-07-2008

14:37:44

QA ROD MILL

613 675 6366

AN UG Gtlaarane

P.0.80X 322, UORIGNAL, ONTARIO, CANADAKOB 1K0
TEL.; {813) 6754524 FAX: (513) 675-6865

AW ““ | MILL TEST CERTIFICATE | (WAGE RoLims wiis iv)

106894 0001 PELLUS MANUFACTURING
7045 INDUSTRIAL DRIVE

NVIAG

BOX 208
tashome Tindr
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ATTENTION : Bernie Dupuis FAX ; (519) 687-6337

. Date Roked 05-Mar-2008
Heat Number Customer Spec, Spec Rev. No. Customer Part No.

T - T A D

Date Chemical Analysis Perfarmed 02-Nov-2007
Billet Grder Grade Diamater

260997 1010 [ 13.50 mm |

P.O. Number

PEL3-035

Order Number
20020564

C | Mn P 8 Si fjCu| Ni {CriMo] Sn | Al N B \'4
Spac. Min * .08 | .30
Acual A3 | 57 {.006] 010] 6| 19 | .10 | 246 | 022 | 005 -004 1.0095(.0000} .001
Spec Max* 13 | B0 | .040{ .050

This i o certify that heat number ABS842 is in carformance with the required specifications,

Heat analysis cbinined by test methods ASTM E415 and ASTM Ef01%.

*Minimum and inaxdmum refer to the required customer specification.
This is b cartify that the materiad i5 in conformance with the required spacifications.
Radicactive armissions are at background tavels,

e, V dlosn 1

APPROVED BY : 7 ~ ISSUED BY QUALITY ASSURANCE .
Supervisor, Cheristry L tory and Billet Inspection Date: 7 Mar 2008 Specification Clark

This ceniticate shall nat be roproduced except in full, without the written approval of aca Refling MAls LP. a Heico Company. This cenificate is not b be vsed by the client ta claim produzt endoreement by NVLAP or any agency of ihe LS
Govemnnrert. NVLAP only covers the chiemistry presented within ths cenificate. All other data is notcovered by tha NVLAP accreditation. Page1al 1




