NAS
6870 HIGHWAY 42 EAST

METALLURG CAL TEST REPORT

NORTH AMERICAN STAINLESS
6870 HIGHWAY 42 EAST
GHENT, KY 41045

Mai | To:

ifi :
Certificate: 401845 2 PELLUS NMANUFACTURI NG LTD.

. 7045 | NDUSTRI AL DRI VE
custormer: 007311 001 COVBER N NOPLI0
Your Order: Pel | us04072008 NAS Order:

PRODUCT DESCRI PTI ON:
Wre rod, hot rolled, anneal ed, pickled.
3920 (No stabilized), ASTMA 580/98

409Nb, CHRYSLER SPEC M5

Ship To: ) )
PELLUS MANUFACTURI NG LTD. Date: 6/03/2008  Page: 1
7045 | NDUSTRI AL DRI VE .
COVBER, ON NOP1JO Steel: 40940
Fi ni sh: WRE RCD
PN 0003567 01 Corr osi on:
REMARKS.
Mel ted & Manufactured in the USA. Product conplies w requir

ements of EU directive2002.95. EC. RoHS. Material Free from Mer
cury contamination. No weld repair. NAS certifies the analys
is on certification is correct & the material neets specs st

at ed.

Product 1Id Skid # D aneter Si ze Weight  ------- Length------ Mark Pieces Commodity Code

WB0182 6 . 4100 1,740 3 1

CHEMI CAL ANALYSI S CM(Country of Melt) ES(Spain) US(United States) ZA(South Africa) JP(Japan)

HEAT C™m C CB CO CR cu MN MO N NI

3KA3 us . 0054 . 1793 . 0176 11. 1887 . 0857 . 5183 . 0781 . 0096 . 2876
P S Sl TI

. 0237 . 0039 . 2635 . 0054

MECHANI CAL PROPERTI ES

4 | d N

Product 1d o i HB .2 YS urs RA El o- 4D
c r No. KSI KSI % %

WB0182 6 CL 118.00 32.76 55.56 85.22 46.92

NAS hereby certifies that the analysis on this certification is correct and the QC ENG NEER =z 1/ 20/ 2009

material meets the specifications stated.

ERI C HESS



